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INSPECTION CERTIFICATE

Commodity: Activated Bleaching Earth
Grade: Industrial Grade PT-301

We hereby certify that the undersigned have conducted a thorough inspection of the above-
mentioned goods. The results of the inspection are as follows:

Parameter Result
Decoloring Power 164.2
Decoloring Degree (mmol H*/kg) 210
Free Acidity (H2SO4) 0.45%
Fineness (200 Mesh) 95%
Moisture 9.7%

This certificate confirms that the product meets the specified industrial standards and is
suitable for shipment.
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